COSMETIC
SPECIFICATIONS
OF INJECTION
MOLDED PARTS

Specifications for Molders
and their customers

UNIFORM VIEWING
CONDITIONS AND
ACCEPTANCE CRITERIA

KEYS TO COSMETIC
INSPECTION OF PLASTIC
VIOLDED PARTS

GLOSSARY OF TERMS FOR
TYPICAL COSMETIC DEFECTS

MOLD
Sponsored by the Molders Division of
The Society of the Plastics Industry, Inc.



The Society of the Plastics Industry
Cosmetic Specifications
of Injection Molded Parts

This specification has been prepared by the Molders Division of The Society of the
Plastics Industry, Inc. as a service to its members and their customers. The specification
provides recommendations only. It is up to the molder and customer to determine
particular contractual arrangements.

© 1994 The Society of the Plastics Industry, Inc.



Acknowledgement

The SPI Molders Division is indebted to Carl Kern, Director of Quality, BACE
Manufacturing, Inc., for his dedication to the development of this guide as its
principal author and layout-designer. The Division also wishes to thank Mike
Noggle, CEO, BACE Manufacturing, Inc. (and Molders Division Director-at-
Large) for BACE’s generosity in providing the contents of the original draft.
We also acknowledge Mr. Noggle’s leadership towards achieving the published
document.

Questions or comments should be directed to:

Molders Division
The Society of the Plastics Industry, Inc.
1801 K Street, N.W., Suite 600K
Washington, DC 20006-1301
Phone: 202/974-5200
Fax: 202/296-7005
www.socplas.org

Version A
Reprinted: February 1999



